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We report a resonant inelastic x-ray scattering(RIXS) study of the doping dependence of charge-transfer
excitations in La2−xSrxCuO4. The momentum dependence of these charge excitations are studied over the
whole Brillouin zone in underdopedsx=0.05d and optimally dopedsx=0.17d samples, and compared with that
of the undopedsx=0d sample. We observe a large change in the RIXS spectra between thex=0 andx=0.17
samples, while the RIXS spectra of thex=0.05 sample are similar to that of thex=0 sample. The most
prominent effect of doped holes on the charge excitation spectra is the appearance of a continuum of intensity,
which exhibits strong momentum dependence below 2 eV. For thex=0.17 sample, some of the spectral weight
from the lowest-lying charge-transfer excitation of the undoped compound is transferred to the continuum
intensity below the gap, in agreement with earlier optical studies. However, the higher-energy charge-transfer
excitation carries significant spectral weight even for thex=0.17 sample. The doping dependence of the
dispersion of this charge-transfer excitation is also discussed and compared with recent theoretical calculations.
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I. INTRODUCTION

One of the central questions in the study of correlated
electron systems is how the various types of electronic exci-
tations evolve as charge carriers are doped into Mott insula-
tors. Most notably, the essential physics of the cuprate super-
conductors is generally regarded as that of a doped Mott
insulator in two dimensions. For the spin degrees of freedom,
magnetic neutron scattering has allowed the exploration of a
large part of the phase space, and a detailed description of
the doping dependence of the spin excitations now exists for
many cuprate compounds. In particular, the incommensurate
magnetic excitations in La-based cuprates are well known.1–3

On the other hand, the situation for charge degrees of free-
dom is different. Although angle-resolved photoemission
spectroscopy(ARPES) has provided a large amount of
momentum-dependent information on the dispersion of a
single quasiparticle,4 collective charge excitations at nonzero
momentum transfer are much less understood. This is due in
large part to the lack of a suitable experimental probe, except
for electron energy loss spectroscopy(EELS), which suffers
from multiple-scattering effects at large momentum transfers.
On the other hand, at the zone center, there exist extensive
optical spectroscopy studies of the doping dependence of the
electronic excitation spectrum. For example, as holes are
doped into La2CuO4, Uchida and co-workers5 observed that
the spectral weight is transferred from the charge-transfer
(CT) excitation to low-energy excitations. The latter is com-
posed of a Drude peak and a broad continuum in the midin-
frared (MIR) range, which has yet to be understood.6

For a better understanding of the MIR band and other
collective electronic excitations, it is necessary to also obtain
information on the momentum dependence of these excita-

tions. The resonant inelastic x-ray scattering(RIXS) tech-
nique in the hard x-ray regime has drawn interest in recent
years, because it can provide just such momentum-dependent
information for charge excitations.7–11 In addition, since the
penetration depth of hard x rays is several microns, RIXS is
a bulk probe and can also accomodate magnetic fields and
high pressures. Although RIXS probes valence electronic ex-
citations, it has the additional benefit of element specificity,
which is often associated only with core-level spec-
troscopies. Recently, we have reported the observation of
two-dimensional (2D) CT excitations in insulating
La2CuO4,

11 which is the parent compound of hole-doped
La2−xSrxCuO4 (LSCO). In La2CuO4, the lowest-energy exci-
tation has a gap energy of 2.2 eV at the zone center and
exhibits a larges1 eVd dispersion. A second feature shows a
smaller dispersions0.5 eVd with a zone-center energy of
3.9 eV. It was argued that these are both highly dispersive
excitonlike modes, strongly damped by the presence of the
electron-hole continuum. An alternative description of the
observed spectra has recently been proposed by Nomura and
Igarashi.12 They attributed the observed two-peak feature to
the fine structure of the Cu 3d partial density of states mixed
with the O 2p band.

In order to address the question of how these dispersive
charge excitations evolve as the system becomes metallic via
hole doping, we have carried out RIXS experiments on a
lightly doped sx=0.05d sample and an optimally doped
sx=0.17d sample. As expected from the doping evolution of
optical spectra,5 we observe the transfer of spectral weight
from the lowest-lying CT exciton mode to a continuum at
low energies. We also observe that there remains a significant
spectral weight in the CT-like features around 4 eV, even in
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the x=0.17 sample. However, the onset energy of the CT
excitation shifts to higher energy, and the low-energy CT
exciton mode observed in the undoped sample seems to dis-
appear in the optimally doped sample.

This paper is organized as follows. In the next section, we
describe the experimental configurations used in the mea-
surements, as well as the incident energy dependence of the
RIXS spectra. The temperature and momentum dependences
are discussed in Secs. III A and III B, respectively. Our main
results—the doping dependence of the low-energy charge
excitations—are presented in Sec. III C. Finally, we discuss
unresolved issues and possible future experiments in Sec. IV.

II. EXPERIMENTAL DETAILS

The experiments were carried out at the Advanced Photon
Source on the undulator beamline 9ID-B. A double-bounce
Sis111d monochromator and a Sis333d channel-cut secondary
monochromator were utilized. A spherical(1 m radius),
diced Ges733d analyzer was used to obtain an overall energy
resolution of 0.4 eV[full width at half maximum(FWHM)].

Our choice of the LSCO system was based on its simple
monolayer structure and the fact that one can obtain large
single crystals over a wide range of doping levels, which has
enabled detailed characterization of all parts of the
temperature-concentration phase diagram.13 Although poor
surface quality has limited ARPES study of these samples, a
recent series of experiments by Ino and co-workers have pro-
vided a considerable amount of information about the
valence-band electronic structure.14–18 Floating-zone grown
single crystals of La2−xSrxCuO4 with x=0.17 andx=0.05
were used in our measurements. The as-grown samples were
carefully annealed to remove excess oxygen. Their transport
properties were reported previously.19 The x=0.17 sample
hasTc<42 K, while thex=0.05 sample remains insulating
down to low temperatures. The(100) plane of thex=0.17
crystal and the(110) plane of thex=0.05 crystal were cut
and polished for the x-ray measurements. Throughout this
paper, we use the tetragonal notation, with thea/b direction
coinciding with the Cu-O-Cu bond direction. The scattering
plane was vertical and the polarization of the incident x ray
was kept along thec direction—that is, perpendicular to the
copper-oxygen plane. Thex=0.17 sample was mounted on a
closed-cycle refrigerator for the low-temperature measure-
ments, while thex=0.05 sample was mounted on a room-
temperature aluminum sample holder, which was evacuated
to reduce the background from air scattering.

In Fig. 1(a), we plot the incident energysEid dependence
of the RIXS intensity for thex=0.17 sample as a function of
energy losssv=Ei −Efd at a fixed momentum transfer of
Q=s1 0 0d. These data were taken at room temperature. The
incident energy of each scan is denoted on the vertical axis.
Since theQ=s1 0 0d position is a forbidden Bragg peak po-
sition, the elastic scattering intenisty(i.e., at v=0) is rela-
tively small, enabling us to study the low-energy excitations
in detail, even at the zone center. Two resonant features are
observed in Fig. 1(a). As the incident energy is varied
through Ei <8991 eV, the low-energy feature around 3 eV
shows a large resonant enhancement in the intensity. In order

to compare the current data with those of the undoped
sample,11 this excitation is labeledAB. The second feature,
labeledC, occurs around 8 eV and shows a markedly differ-
ent resonance behavior, peaking atEi <8997 eV. Note that
these two resonance energies correspond to peaks in the
x-ray absorption spectra[arrows in Fig. 1(b)]. This latter was
obtained by monitoring the fluorescence yield in the same
experimental setup. We find that this resonance behavior for
the x=0.17 sample is almost identical to that of undoped
La2CuO4 as reported in Ref. 11. Similar resonance behavior
was also observed forx=0.05 (not shown).

In Fig. 1(c), the Ei =8991 eV scan is compared with
that obtained with an incident photon energy ofEi
=9020 eV—i.e., much higher than the resonance energy.
This latter scan has little or no resonant enhancement and
represents, in some sense, the background scattering. From
this comparison, one sees that there is significant resonant
inelastic scattering down to 1 eV and lower. This resonant
inelastic scattering is the subject of this paper. In the rest of
this paper, the incident energy is held fixed either at 8991 eV
or at 8997 eV, depending on the specific excitation being
probed. We can then study the temperature, momentum, and
doping dependence of these charge excitations in LSCO.

III. EXPERIMENTAL RESULTS

A. Temperature dependence

In Fig. 2, representative RIXS scans, taken at variousQ
positions for thex=0.17 sample, are plotted as a function of
v. Here we have fixed the incident energy to 8991 eV, so
that we can probe excitationAB. The out-of-plane compo-
nent of the momentum transfer is held constant atL=0, and

FIG. 1. (a) The RIXS intensity of thex=0.17 sample is plotted
as a function of energy loss to show incident-energy dependence.
The incident energysEid of each scan is denoted on the left.(b)
X-ray absorption spectrum monitored by fluorescence yield. Arrows
denote the peak positions, where resonant enhancements are ob-
served in the inelastic scattering.(c) Comparison of scattered inten-
sity at two different incident energies. At resonance,Ei =8991 eV,
and far from resonance,Ei =9020 eV. Data were taken atQ
=s1 0 0d.
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Q is denoted for each scan assH Kd. To note momentum
transfer within a single Brillouin zone, we use the reduced
wavevector,q;Q−G, whereG is a reciprocal lattice vector.
In the left panel,q is along thesp 0d direction, with (1 0)
and (2 0) being zone-center positions. In the right panel,q
along thesp pd direction as well as along the zone boundary
is shown. These positions are denoted as open symbols in the
reciprocal space diagram shown on top of Fig. 2, in which
the Brillouin zone boundaries are drawn as dashed lines.

Let us first consider the temperature dependence. We use
solid and open symbols in Fig. 2 to denote data taken at
T=300 K andT=15 K, respectively. Clearly, there is little
change in the RIXS spectra between the two temperatures,
which is perhaps not surprising, given that the energy scale
probed in these measurements is very large compared to ther-
mal energies.20 As the system is cooled down from room
temperature, the only notable change is the reduced quasi-
elastic tail, which has a large contribution from phonons.
This effect is most clearly seen at the(2.1 0.1) position,
which is close to the(2 0 0) Bragg peak position. This lack
of observable temperature dependence in the charge excita-
tion spectra justifies our later discussion, in which we com-
pare data taken at different temperatures directly.

B. Momentum dependence

The scans shown in Fig. 2 exhibit quite a large dispersion
along the sp pd direction, while the dispersion along the
sp 0d direction is smaller. We have fitted each scan to a
Lorentzian peak with a sloping background, to obtain the
peak position as a function of momentum transfer. This is

plotted in the lower panel of Fig. 3, where the same notation
for Q as that in Fig. 2 has been used. This excitation has a
direct gap of,3.7 eV; that is, the minimum energy position
is the zone center, and the excitation disperses towards
higher energy at the zone boundary:,4 eV at sp 0d, and
,4.7 eV atsp pd. One should note that the dispersion dis-
plays significant anisotropy, which is also evident in the
zone-boundary dispersion from(2.5 0.5) to (2.5 0). Such a
highly dispersive excitationAB is reminiscent of the results
obtained for La2CuO4 and, in both samples, originates from a
particle-hole pair excitation across the CT gap. However,
there are some differences between the spectra of the two
samples, which will be discussed in the next section.

While excitationAB is resonantly enhanced for incident
photon energies aroundEi =8991 eV, excitationC resonates
aroundEi =8997 eV, as discussed above. It is believed to
arise from the energy splitting between the bonding and an-
tibonding molecular orbitals(MO’s) of the Cu-O bond. The
observed spectra taken at this incident photon energy at vari-
ous momentum transfers are shown in Fig. 4, with the same
notation forQ as in Fig. 2. ExcitationC is intrinsically very
broad, when compared to the energy resolution(shown as the
dashed line). We have therefore fitted each scan to a single
Lorentzian peak and obtained the peak position as a function
of Q. This is plotted in the upper panel of Fig. 3. One can
readily identify the finite bandwidth of excitationC: the dif-
ference between the excitation energy measured at(1 0) and
(1.5 0) is about,0.5 eV. It is interesting to note that this
feature has a minimum energy at the zone boundary, either at
sp ,0d or sp ,pd. That is, excitationC has an indirect gap.
Previously, we have reported that the excitation energy be-
tween the bonding MO and antibonding MO exhibits a sys-
tematic dependence on the Cu-O bond length.21 Since a
shorter bond length results in stronger Cu 3d and O 2p hy-
bridization, we expect the bonding-antibonding splitting to
grow larger as the doping increases and the bond length de-
creases. Specifically, we observe a larger energys,8 eVd for
excitation C in LSCO sx=0.17d than in thex=0 sample,
where an energy of,7.3 eV was observed.21 We attribute

FIG. 2. RIXS intensity of LSCO(x=0.17) plotted as a function
of energy loss at various momentum transfers. Scans are shifted
vertically for clarity. Open and solid symbols are data taken atT
=15 K and atT=300 K, respectively. Schematic reciprocal space
diagram is shown on top. TheQ positions where data were col-
lected are denoted as circles.

FIG. 3. Dispersion of the excitations measured atT=15 K for
LSCO sx=0.17d. The top and bottom panels correspond to the low-
energysABd and high-energysCd excitations shown in Figs. 2 and
4, respectively.
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this to the shorter Cu-O bond length in thex=0.17 sample.

C. Doping dependence

This section reports the main result of this paper. In Fig.
5, the RIXS spectra of thex=0, x=0.05, andx=0.17 samples
are compared at three high-symmetryq positions: s0 0d,
sp 0d, and sp pd. The data for thex=0 sample were previ-
ously reported in Ref. 11. The absoluteQ positions are
(1 0 0), (2.5 0 0), and(2.5 0.5 0), from top to bottom for the
x=0 and x=0.17 samples. For thex=0.05 sample, theQ
positions correspond to(2 1 0), (2 1.5 0), and (1.5 1.5 0),
respectively, since the surface of this sample was cut perpen-
dicular to the[1 1 0] direction. In order to normalize the
intensity between different samples and between the spectra
obtained at different momentum transfers, we monitored the
fluorescence yield by measuring the Kb5 emission line at
Ef =8973 eV. The fluorescence yield was taken to be a mea-
sure of the volume of the sample being probed and any
changes in this were used as normalization factors to scale
the associated inelastic spectra. For this purpose, atq
=s0 0d for the x=0 andx=0.17 samples, full emission spec-
tra were measured and used for the normalization purpose,
while for the other scans shown in Fig. 5, the intensity at the
tail of K b5 sEf ,8981 eVd was used instead. Note that the
(0 0) data forx=0.05 show a large low-energy background
intensity from the elastic tail, since(2 1 0) is close to the
allowed (2 1 1) Bragg reflection.

On a qualitative level, one can compare theq=s0 0d data
in Fig. 5 with the optical conductivity data shown in Fig. 7 of
Ref. 5. As La2CuO4 is doped with holes, the system becomes
metallic and the insulating gap of the excitation spectrum is
filled with spectral intensity, arising from the free-carrier

contribution. However, there is a difference between the dop-
ing dependence of the optical conductivity and the RIXS
spectra, especially at low doping. In the optical conductivity
data of Ref. 5, the gap is filled even at low doping ofx
=0.02 andx=0.06. For example, forx=0.02, the conductiv-
ity around,1 eV grows quickly to about 60% of the value
for x=0.15. On the other hand, although limited in its scope,
the RIXS data in Fig. 5 suggest very little change between
thex=0 andx=0.05 samples, while the higher doping results
are consistent with the optical data. However, one should be
cautious in overinterpreting this data, since the relatively
poor signal-to-noise ratio of the RIXS technique makes it
less sensitive to small changes in spectral weight, when com-
pared to optical conductivity. In addition, our sample geom-
etry prevented us from obtaining cleanq=s0 0d data for the
x=0.05 sample.

For x=0.17, we clearly observe a filling of the gap in the
RIXS data, consistent with the behavior of the optical con-
ductivity. Figure 1(c) shows that this gap-filling intensity is
much larger than the background level. We note that the
momentum dependence of the continuum intensity is quite
strong. The gap-filling intensity in the region ofv,2 eV is
significant ats0 0d and atsp 0d, while this gap-filling inten-
sity becomes very small atsp pd. The possible origins of
such momentum-dependent continuum excitations will be
discussed in the next section.

For all doping levels, excitationAB is observed between 2
and 5 eV. For a quantitative analysis of this scattering, we
focus on the doping dependence of two quantities: the peak
position and the onset energy of the spectral features. The
first quantity can be straightforwardly determined by fitting
the observed spectra to either one or two Lorentzian peaks.

FIG. 4. RIXS intensity of LSCO obtained at variousQ with the
incident energy fixed atEi =8997 eV. Data are offset vertically for
clarity. The dashed line is the intensity of the elastic scattering
scaled to show the experimental energy resolution.

FIG. 5. Comparison of RIXS spectra at selected momenta for
the x=0, x=0.05, andx=0.17 samples of La2−xSrxCuO4. The (0 0)
and sp 0d data are shifted for clarity. The up and down arrows
denote the onset energy of the spectra for thex=0.17 andx=0
samples, respectively.
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In Ref. 11, thex=0 data were fitted with two peaks, the
dispersion of which is reproduced as open circles in Fig. 6.
Note that the spectral weight of the low-energy peak be-
comes anomalously small around thesp pd, leaving only a
single peak around 4.5 eV. Our attempt to fit thex=0.17 data
with two peaks was unsuccessful, and we have therefore fit-
ted the spectra with a single Lorentzian with broad width, the
peak position of which is plotted as solid circles in Fig. 6.
We also have plotted a limited number of data points for the
x=0.05 sample(crosses). As one can see in Fig. 6, the ob-
served excitation of thex=0.17 data more or less falls in the
energy range of the higher-energy excitation of thex=0
sample, which was labeledB in Ref. 11. A possible descrip-
tion of this scattering, then, is that excitationA disappears
while excitation B survives, as holes are doped into
La2CuO4.

The onset energy of the spectral features, in contrast to the
peak position, cannot be determined unambiguously, since
this requires a precise knowledge of the background and the
lineshape of the spectral feature. Therefore, we have at-
tempted to determine this quantity consistently in the follow-
ing way. For thex=0.17 sample, the gap-filling intensity at
low energy is regarded as a constant, and the tail of the
spectral feature is fitted to a linear line. The crossing point of
these two linear extrapolations is taken as the onset energy.
For thex=0 andx=0.05 samples, the minimum intensity is
used instead of the constant continuum intensity as a base
line, and a similar linear extrapolation was used to determine
the onset energy. The onset energies determined in this way
are noted in Fig. 5(arrows) and are plotted in Fig. 6 as a
function of momentum transfer for different doping levels.

One can see that the onset energies also exhibit some disper-
sion, albeit smaller than that of the peak positions.

Upon hole doping, the onset of excitationAB shifts to
higher energy, with much smaller dispersion than that ob-
served for the undoped sample. ExcitationAB itself becomes
broader and shows still sizable dispersion, especially along
the s0 0d-sp pd direction. However, the relatively sharp and
well-defined excitonlike featuresAd, observed around
2–3 eV forx=0, is no longer visible in thex=0.17 sample.
Since the doped charge carriers screen the Coulomb interac-
tion more effectively, it is reasonable to expect that the Cou-
lomb interaction is no longer strong enough to create even
the remnant of the exciton seen atx=0. Then the excitation
AB observed forx=0.17 could be interpreted as a remainder
of the higher-energysBd feature in thex=0 sample, though
the width is broader than that of the undoped sample.

In our previous RIXS study of the undoped sample, we
were not able to identify the nature of the higher-energy
featureB. Two possibilities were suggested: One possibility
is that it is also an excitonlike mode, but with a different
symmetry. The second possibility is that featureB consists
mainly of interband transitions from the valence band to con-
duction band. Given that the screening presumably prevents
the low-energy exciton modesAd from binding, our current
observation of the CT feature seems to support the interband
transition scenario. This interpretation is also consistent with
the shift of onset energy with hole doping. Since the chemi-
cal potential now lies below the top of the valence band, a
larger onset energy is required to excite a valence electron to
the conduction band. This behavior of excitationAB is con-
sistent with the cluster calculation carried out by Tsutsuiet
al.22 In fact, if one takes the dispersion of the onset energy,
instead of the center of gravity from Refs. 22 and 23, quan-
titative agreements are obtained between these calculations
and the RIXS results. However, this agreement could be for-
tuitous, as discussed in the next section.

IV. DISCUSSION

There are three main differences observed in our RIXS
study of LSCO(x=0.17 andx=0.05), when compared to the
RIXS spectra of undoped La2CuO4. These are(i) the appear-
ance of the continuum intensity,(ii ) changes in the dispersion
and energy scale of excitationAB, and(iii ) the shift of exci-
tation C, which is identified as MO excitation. While the
origin of (iii ) is believed to be mainly structural, the first two
are results of charge carrier doping.

Among these, the low-energy continuum intensity, which
fills the insulating gap, is straightforward to understand.
Similar behavior has been observed with other spec-
troscopies, such as Raman scattering24 and optical
conductivity.5 The gap-filling intensity is believed to arise
from the incoherent creation of particle-hole pairs near the
Fermi surface—that is, an intraband transition across the
Fermi level. The momentum dependence of this gap-filling
intensity, however, is difficult to understand. Specifically, the
gap-filling intensity atsp pd is very small compared to that
at zone center, as shown in Fig. 5. In their study of
the density-density correlation function of thet-J model,

FIG. 6. Comparison of the dispersion relation of the low-energy
charge excitation between the La2−xSrxCuO4 samples. The top pan-
els show the dispersion of peak positions and the bottom panels
show the dispersion of onset energies, as described in the text.
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Tohyama and co-workers also observed similar anisotropic
momentum dependence of the low-energy spectral weight.25

One possible source of such anisotropy is the effect of the
Fermi surface topology on intraband transitions. When trans-
ferring small momenta and energy, the transition probability
of such an intraband transition can be quite large, since these
transitions involve particle and holes in the same region of
momentum space. However, in order to transfer large mo-
menta, the particle and hole should come from different Bril-
louin zones. In this case, the shape of Fermi surface becomes
important, and the transition probability can become very
small. Such an effect could give rise to the momentum de-
pendence of the very-low-energy spectral weight in LSCO.
However, it is not clear if this effect can account for the
observed momentum dependence of the continuum intensity
aroundv,1 eV. More measurements with improved energy
resolution are necessary to understand the momentum depen-
dence of the continuum intensity.

Next, we note that the change in theAB feature is a result
of two distinct phenomena. The first is the shift of chemical
potential, which results in the shift of theAB feature to
higher energy. The other is the disappearance of the lower
energy CT exciton mode(modeA), presumably due to in-
creased charge-carrier screening and to the increased number
of decay channels. Although our heuristic descriptions in the
previous section provide reasonable accounts of these obser-
vations, a few questions still remain even on the qualitative
level.

One issue is the momentum dependence of the onset en-
ergy, shown in Fig. 6. Despite the striking resemblance of
this figure to the calculated results in Ref. 22, it was pointed
out by Tsutsuiet al. that LSCO should behave differently
than the calculations, because the second and third nearest-
neighbor hoppings are much smaller in this material than
those used in Ref. 22. In addition, the calculations showed
that the bandwidth of the CT feature decreases in the hole-
doped case, while in the electron-doped case it is almost the
same as the undoped case. It was suggested that the rapid
suppression of the antiferromagnetic correlations in hole-
doped LSCO might be the reason for this smaller dispersion,
since the antiferromagnetic correlation remains strong in

electron-doped systems, such as Nd2−xCexCuO4. However,
one should note that, even at optimal doping, LSCO exhibits
strong antiferromagnetic fluctuations with a correlation
length of 2–3 lattice constants.26 In fact, in underdoped
LSCO systems, static magnetic order(stripes) has been ob-
served at low temperatures, which implies that antiferromag-
netic correlations in the hole-doped system are not negli-
gible. Thus, if such correlations do play a role in the
dispersion of the charge excitations, as suggested in Ref. 22,
then the dispersion in LSCO would be expected to be closer
to the undoped case.

To summarize, we have carried out a resonant inelastic
x-ray scattering investigation of the doping dependence of
charge excitations in LSCO. We observe a large change in
the RIXS spectra between thex=0 and x=0.17 samples,
while the RIXS spectra of thex=0.05 sample is similar to
that of thex=0 sample. The most prominent effect of the
doped holes is the appearance of a continuum of intensity
below 2 eV, which exhibits a strong momentum dependence.
For x=0.17, some of the spectral weight from the charge-
transfer excitation of the undoped compound is transferred to
the continuum intensity below the gap, which is consistent
with what has been observed in optical studies. However, the
remainder of the charge-transfer excitation carries significant
spectral weight even for thex=0.17 sample. The observed
doping dependence of the dispersion of charge-transfer exci-
tations seems to be broadly consistent with recent theoretical
calculations.22
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